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Dielectric Material

Iteq IT180A Prepreg 2113 RC58

Iteq IT180A 4 mil core 1/1
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Iteq IT180A 28 mil core H/H
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Iteq IT180A Prepreg 2113 RC58
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Total thickness: 67.39mil(1.712mm)




